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Focus on Nylon Cable Ties
Innovative Solutions Provided
Customers Satisfaction First
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Test Report

HEMT  A224007687810100101E LA e
ReportNo.  A224007687810100101E Page 1 of§
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Company Name ~ ZHONGSHAN EASEP  PLASTIC PRODUCTS CO_LTD

shown on Report

I 3 Al B AT 109 5

Address 109 LONGSHI VILLAGE, LIYU ROAD, WUGUISHAN TOWN, ZHONGSHAN CITY

BUT B2 SR 8t SR BS AR
‘The following sample(s) and sample information washwere submitted and identified by/on the behalf of
the applicant

Lk BRI AR
Sample Name High emperature cable tie/heat-resistant tie strap
R iRl A 2024.02.20
Sample Received Date Feb. 20,2024
FER KR BN 2024.02.20-2024.02.23
Testing Period Feb. 20,2024 to Feb. 23,2024
BRER HRIEE P ER, RFHRHER PRI PY). 5(Cd), R(Hg), AHHEECIVD),
FICE(PBB). %) R#(PBDEs), 4% — FHE(DBP. BBP, DEHP,
DIBP)iE {7k
Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg).
Hexavalent Chromium (Cr(V1)), Polybrominated Biphenyls (PBBS),
y Dipheny! ", BBP, DEHP,
DIBP) in the submitted sample(s).
MR RARRER HERTFH.
Test Method/Test Result(s)  Please refer o the following page(s).
H m 20240223
Date

No. R262621703
T AR AN 5 R B KM

rification No.: CLGD1604207637 G Is

VERIFICATION OF LVD COMPLIANCE

Applicant: Zhongshan easep plasiic products co. lid
Fumin road dongsheng town zhongshan city guangdoong provines china
Manufacturer: Zhongshan easep plastic products ca. Jtd
Fumin road dongsheng town zhongshan city guangdoong provines china
Product Descripiion:  Nylan cabis tiss
Model No; 25°100MM .3 6°120,3.6°250,4.8°250.4.8°3T0,
6.0°250,7.6°300,7 6°370,10°500,12°850
Trade Mark: EASEP
Sufficient samples of the product have been tested and found to be in conformity with
Test Standard: EN 622752015
As shown in the
Test Report Number(s): TLGD 1604207637
Date of ssus: May 19, 2016

Condlusion

This Vrificalion of LD Complance has beon grantod o the appécant basod on the resulls of lests, perfommed by
laboratory of Giobal Testing Senicss Co., Lid on sampla of the above-mentioned product in acoordanca i the

srovins of th rolovant o Low " . The GE
Selow can be afied, under 1he responsibily of the ranuctee, afe conletin of an EC Declraton of
Canformity b =

8 e Hand 1V of e
Approed by Hermion Weter For and on bebulf of

‘Global Testng Services o, Lid

Gl o Servics . L4d

Eamailinofs g b con b v g bbeom
N G Mg Wost Koo, Mishang Do, Shmgh 0654 Chint

ior aperave o ihe Geneeal Mansgue,
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Test Report
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CompanyName ~ ZHONGSHAN EASEP PLASTIC PRODUCTS CO.LTD
shown on Report

# % <ol 1 il GO B B A 109 5

Address 109 LONGSHI VILLAGE, LIYU ROAD, WUGUISHAN TOWN, ZHONGSHAN
Ty
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“The followi i i i and identified by/on the behalf of the

applicant

BT SRR A

Sample Name. Plastic/wiring harness/Heat resistant tie strap

FE BN 20240119

Sample Received Date Jan. 19,2024

FERKER BN 2024.01.19-2024.01 27

Testng Period Jan. 19,2024 to Jan. 27,2024

RMER RS SR WERFH.

Test Requested/Test Method/Test Result(s)  Please refer to the following page(s).

bl RSP HER, BB RAER, FBREH e SVHC WKIES0.19%(ww)s

Summary According (o the analytical results under the prineiple of maximum ris
concentrations of SVHC are <0.1% (wiw) in the submitted sample(s).

20240127

% A\ Lab Authorized
natory

No.R262621911
AR 5 B B X R KR

CERTIFICATE OF COMPLIANCE

Centificate Number  20180509-E495600
Report Reference  E495600-20180508
Issue Date  2018-MAY-09

lssuedto:  ZHONGSHAN EASEP PLASTIC PRODUCTS GO LTD
No.12 Fumin Road
Dongsheng town
Zhongshan
Guangdong 528400, CHI

This is to certify that  POSITIONING DEVICES
representative samples of  Non Metallic Cable Ties, Cat Nos.: E100M, E120M,
E150M, E160M, E180M, E200M, E1001, E1201, E1401,
E1501, E2001, E2501, E3001, E3701, EBOMHS, E100MHS,
E120MHS, E150MHS, E160MHS, E200MHS.

Have been investigated by UL in accordance with the.
Standard(s) indicated on this Certificate.

Standard(s) for Safety: UL 62275 & CSA €22.2 NO. 62275-16, Cable Management
Systems - Cable Ties for Electrical Installations.

Additional Information:  Sge the UL Online Certifications Directory at
www.ul. for additional i

Only those products bearing the UL Certfication Mark should be considered as being covered by UL's.
Gertification and Follow-Up Sarvice.

Laok for the UL Gertification Mark on the product.
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Test Report

WERT  A223042880710100102E ARSIy
ReportNo.  A223042880710100102E Page 1 of§

REMIATER PSR ATR A
CompanyName ~ ZHONGSHAN EASEP PLASTIC PRODUCTS CO.LTD
shown on Report

. 3 TR R A 13 5

Address NO.13 FUMIN ROAD DONGSHENG  TOWN  ZHONGSHAN  CITY
BATFRRZ AR BB R E RO

The following sample(s) and sample information waswere submitted and identified by/on the behalf of
the applicant

Lk R

Sample Name e

PR B 2023.0822

Sample Received Date  Aug 22,2023

B W B 2023.0822-2023.08.26

Testing Period Aug 22,2023 to Aug 26,2023

FRAAE Test Conducted:

HUEZ P AR, SUKTERIER T — T,
As requested by the applicant. For details refer to next page(s)

%’(’ M 17 L 20230826

Date

G

R Technical Manager

No. R262622015
HRAT TR RN 5 R R BT MR LK M B

700 ComplaintE-mailcomplaint@cti-cert com
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Focus products
in the field of
nylon cable ties
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Z M : www. easep. com

Wi 48 : yibang@easep. com
#% A . 0760-88806708
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http://www.easep.com

